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T/D;MAGED AREA TRIMMED
W - AND REMOVED
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SPLICE ANGLES
_ .051 24 ST ALCLAD

REPAIR OF SECTION ADJACENT TO
DAMAGED AREA

<

27— 75 APPROX_~

AN 470 ADS RIVETS
4 ROWS & 3 RIVETS
PER ROW EACH SIDE
OF DAMAGED AREA

ALTERNATE METHODS
OF REPAIR

PARTIAL DAMAGE REPAIRS
FOR DAMAGE LESS THAN ), THE CROSS- SECTIONAL AREA

NOTE
REPAIR MATERIAL 24 ST ALCLAD CONFORMING TO SPEC AN-A-13

SPLICE ANGLE
.051 24 ST ALCLAD

SPLICE PLATE
.051 24ST ALCLAD

SPLICE ANGLE
.051 24 ST ALCLAD

AN 470 ADS5 RIVETS -3 ROWS
3 RIVETS PER ROW, EACH SIDE OF
DAMAGED AREA SPACE AT APPROX .75
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SPLICE PLATE .
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DAMAGED PORTION
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