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FIGURE 8-1.
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Area: .343 sq. in.

SUBSTITUTE
FORMED SECTION
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Al. Alloy 2480 clad
106 x 2,19 x L. Sheet
Area: ,342 sq. in

No substitution permitted
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Al. Alloy 24S0 clad
.102 x 3.051 x L Sheet
Area: .311 sq. in.

REPLACE EXISTING RIVETS

A. Al. Alloy 24S0 clad

.081 x 2.260 x L Sheev

B. Al. Alloy 2450 clad

.081 x 2.260 x L Sheet

C. Al. Alloy 24ST clad
.081 x 2.50 x L Sheet
Area: .568 sq. in.

NOTE: Heat-treat Al. Alloy 24S0
to 245T at'ter forming.
All repair material to
cont'orm Lo

EXTRUSION BQUIVALENTS (sheet 5 of 5 sheets)
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